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Sample Name Alcantara ® Avant FR Upholstery

Test Type | Entrustment test
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.Ni? WT2016B03A00791 Page 1 of 2
: :Saiﬁ'pl.e_-Name | _Al‘canféra-@ Avant FR Upholstery Test Type Entrustment test
! Alcantara@
Entrusted by ALCANTARA S.P...A Bragd AVASCER.
NG N 4 APAVAN ACcording with
Manufacturer = | Alcantara S.P.A Al testing
Description .
_ requirements
Sai.nple ' / . 2
Récdived Date June 29, 2016 Quantity 10m
Production A P/N:
Date/ Batch No. Roll number 0040116432 Mude_l!Smg 5466 4180.00
I
Test Standard GB 8624-2012 Classlﬁcation for burning behavior of bmldmg materia s
AN and products
Test Items Fire clasﬁﬁédﬁbh--ﬁz R WA C;m;f
* According to 'GB 8624 2012 test results of Fire classification \,d
comply with the requlrements of curtain furniture decoratwe fabrlc ;)/%
B ™ with Bo; Detalled conclusions are llsted in page 2.* S
o \»;;;/ ¢
Date %’f is ue%pterﬁé’ 02, 2016
—"l s
1-\ LA 'H‘ P s -w-u j (Seal)"
W s =
Remarks: (Blank) \L’ S

Test InStitut-ion Addre$s: The South Mansion of China Building Materials Academy, Guanzhuang,
Chaoyang District, Bgijing, China Telephone: +86-010-65728538 Post Code: 100024
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y Pl il Y, Requirements o | Individual | -
o Testltem of Standard Test__ Rosule Ca:n'c‘lus_ion
; \g ! warp 130 pass.
Damaged length, mm <200 ' : ;
weft: 134 'p__a_ss_.‘
_ warp:” 4 pass, 1
Afterflame time., s <15 = A
weft: 3 pass
Fire ) AN\
o warp: 0 pass’
1 Cléssl'ﬂc' Afterglow time, s <30
ation B, weft: 0 pass
No flaming No flaming
Flaming droplets droplets or droplets or pass . -
Y7\ afterglow afterglow '
wazpi 303 pass
Oxygen, % - 226.0 . :
weft: 30.7 . ‘pass
Sample photo
Remarks: (Blank)

Test Institution Address; The South Mansion of China Building Materials Academy, Guanzhuang,
Chaoyang District, Beijing, China
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Chino Song Mcseio! Tevt b Coicition Gioup

Telephone: +86-010-65728538

Post Code:

100024
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Notice

1. AfRcEEHL “KiE S Mg ii.
. Thas teét report is invalid without the seal.
2. AIET “Gikl. MR R SFETA.
This test report is invalid without the signatures of the related persons.
3. ARk, BN,
_ This test report is invalid if erased, altered or copied partially.
A RARIREEA W, MFREIREZ He- i H A A, IRz,
Any doubt should inform us within 15 days after receiving the test report.
5. BIARRPE S ZILE B HBRARM, hOoRs HESM 03T, BTk
OO HAE 1 5T
The commissioned testing samples and commission information are provided by the
applicant. The results shown in the test report refer only to the sample(s) tested unless
otherwise stated. Identifying authenticity of the supplxed samples and information is
out of our responsibility.
6. AR EK P thatik, ELHFF“T%‘I—J‘*E-E,L HOE VO G % 5 A BE LS
HiRE AR LK. SRESI S e WS
This test report is printed on ant:-countelfettmg paper. Its copy should have grid
shading. The numbers on the back of the data sheet are random numbers not related
with the report.

AR TR _
Hitik (Address ) : Jbat T HREERELS
'Nq.I Guanzhuang Dongli, Chaoyang District, Beiiing 100024, P.R.China.
544 ( Post Code ) : 100024
H3E (Tel): (86-10) 65728538 51167681 /7983!7984
fEH (Fax): (86-10) 65715991 |
A PR A ] : Tel: (86:10) 51167679  Fax: (86-10) 65764684
ik (Web) : http://www.cbmte.com  www.chinabmnet.com ~ www.ctc.ac.cn
HLF R4S ( E—mail ) : baogao@cte.ac.cn
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